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EDL devices can show noisy operation and may not tolerate 
long periods of electrical stress due to electrochemical reactions 
without exact compliance within the operating voltages. [ 5,19–21 ]  
It is, therefore, important to determine the limits of their per-
formance and to determine if there are new opportunities 
presented by the electrochemical reactivity. Indeed, there have 
already been signifi cant advances in coupling ionic motion in 
the solid state to achieve novel electronic devices, such as mem-
ristors and synaptic transistors. [ 22,23 ]  

 An intriguing goal for biomimetic circuits is to achieve low 
power consumption through simple design. To accomplish 
such functionality, novel devices should combine complex 
response in a single building block. Here, we present a hybrid 
device that combines a solid state material and a liquid inter-
face that connects ion kinetics and electrochemistry benefi -
cially. This four terminal device has a comparator characteristic 
exhibiting a memory free hysteresis that only depends on the 
direction of the voltage sweep, much like a Schmitt trigger, 
but with reduced complexity and power consumption. Such 
building blocks can be used as analog-to-digital converters [ 24 ]  
and in circuits for neural networks. [ 3 ]  

 It is known that when using ionic liquids to electrostatically 
gate metal oxide surfaces, [ 13,21 ]  electrochemical reactions can 
complicate their operation. [ 5,19–21 ]  These apparent non-idealities 
are associated with the formation and fate of oxygen ions and 
radicals. For example, a metal oxide surface exhibits corner 
atoms and absorbed water that can exchange oxygen at the 
interface with the ionic liquid. In addition, the ionic liquid itself 
may contain atmospheric oxygen and water as impurities (even 
at small levels in the best systems). [ 25 ]  The general solution to 
achieve stable operation is to reduce the maximum applied bias 
voltage to well below the expected onset of degradation, [ 26,27 ]  
or to use a less reactive ionic liquid. [ 15,25,28 ]  To achieve stable 
electrical operation that does not require precise control of the 
applied bias, a solution is to develop a mechanism to heal the 
interface by employing a reaction path that is kinetically com-
petitive with the degradation process. 

 As a model system, we use amorphous zinc oxide ( a -ZnO) 
formed by a low temperature solution growth process that can 
lead to stable device operation in EDL transistor (EDLT) within 
a gate bias range below 4 V. [ 29 ]  Here, we modify the growth 
process to form a less stable, oxygen defi cient  a -ZnO thin fi lm 
( Figure    1  ). We grew pinhole free fi lms of  a -ZnO that were 
5 nm thick for the EDLT devices (physical characterization of 
the fi lms provided in the Supporting Information, Figure S1) 
and characterized them under a nitrogen atmosphere. The 
fi lms made for this study are relatively unstable in an EDLT 
using [EMIM][TCB] (1-ethyl-3-methylimidazolium tetracyano-
borate), as demonstrated by changes in the onset voltage and 

  Living organisms use self-assembled structures that rely on 
controlling ions to form sensors and collect, process, and 
transmit information without using large scale integrated semi-
conducting circuits. [ 1 ]  Developing electronic devices inspired by 
such strategies, i.e., ion motion and electrochemical reactions, 
can lead to novel functionality. We show here how coupling of 
electrical and electrochemical properties can be designed to 
reproduce the characteristics of a Schmitt trigger in a single 
element. The Schmitt trigger is a circuit used for noise fi l-
tering and analog-to-digital converters, [ 2 ]  and it can be used 
as a basic element of neuromorphic electronic systems. [ 3,4 ]  To 
form a simple Schmitt trigger in one device element, we couple 
electrochemical reactions of an ionic liquid gated metal oxide 
semiconductor and a common biomolecule to provide stable 
operation through a chemical mechanism. This coupling is 
a type of a chemical self-healing mechanism because of its 
reversibility, and we expect that such a mechanism can also be 
extended to other materials as well. We believe that new devices 
that use ion kinetics inspired by living organisms may lead to 
highly integrated electronic circuits for smart sensor and ubiq-
uitous computing applications. [ 5 ]  

 Electrochemistry is used in a wide range of electronic 
devices, such as batteries, [ 6 ]  super capacitors, [ 7 ]  dye sensitized 
solar cells, [ 8 ]  electrochromic glasses, and mechanical actua-
tors. [ 9 ]  There has been much attention recently to ionic devices. 
For example, ionic currents in electrolytes can be used directly 
to achieve rectifi cation [ 10 ]  or switching [ 11 ]  of electric currents. 
Ionic liquids have been used as “gates” in fi eld effect devices for 
switching, memory applications, and the study of fundamental 
transport properties. [ 12–17 ]  

 The electric double layer (EDL) formed by the application of 
a voltage to an ionic liquid provides the means to accumulate 
or deplete charge at an interface with a semiconductor. In EDL-
based devices, the surface of a functional material is exposed to 
relatively aggressive electrochemical environment. [ 18 ]  As such, 
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on/off ratio during repeated biasing (electrical characteristics 
of EDLTs and [EMIM][TCB] are given in Supporting Informa-
tion, Figures S2–S6). The reported electrochemical window 
of [EMIM][TCB] against glassy carbon or silver chloride is 
≈4.6–5.0 V. [ 25,30,31 ]  The degradation of  a -ZnO, i.e., etching, is 
based on the cathodic reduction of the thin 
fi lm and the production of oxygen species 
such as superoxide, [ 32 ]  which, in turn, are 
known to degrade the electrolyte and the elec-
trodes eventually. These secondary reactions 
prevent the reversible redox cycle in  a -ZnO 
EDLTs and are responsible for the degrada-
tion of EDLT characteristics. However, due 
to the small contact area of 0.012 cm 2  to very 
thin  a -ZnO, the production of superoxide is 
limited and no visible secondary reactions 
such as leaching of the gold electrode or 
clouding of the ionic liquid can be observed.  

 To form stable EDLTs, we formed devices 
that included a kinetically competitive mech-
anism to the electrochemical degradation of 
 a -ZnO. A biocompatible scavenger of reac-
tive oxygen species is tannic acid, which is 
also known to bind to many inorganic sur-
faces. [ 33–36 ]  Tannic acid is an oxygen scav-
enger that can trap radicals species and, at 
the same time, acts as a source of oxygen to 
heal the highly conductive, reduced  a -ZnO 
surface. A voltammetry measurement of 
an Al| a- ZnO|electrolyte|Au cell (Supporting 
Information, Figure S4) shows that the addi-
tion of tannic acid reduces the current den-
sity at biases exceeding 2.5 V, while it also 
introduces partial reversibility of the reaction 
(shown with an additional peak in the reverse 
bias sweep direction). By dissolving this poly-
phenol into the ionic liquid (Figure  1 ), we 

obtain stable EDLT operation in a wide bias range that exceeds 
7 V (±3.5 V) at room temperature ( Figure    2  a) and therewith 
extends the bias window relative to devices without additives. 
While other EDLT systems have shown nearly comparable 
electrochemical windows, [ 15,16,28 ]  our results specifi cally dem-
onstrate how an unstable system can be made stable with a 
simple chemical change.  

 The stabilizing effect of tannic acid can be seen by compar-
ison of current–voltage characteristics after repeated biasing. 
The transfer characteristic in Figure  2 a shows the tannic acid 
EDLT exhibiting an onset voltage of −0.6 V that is stable upon 
repeated operation in all bias ranges from 3 to 7 V. For the 
measurement, repetitive transfer characteristics were recorded 
with the gate bias spanning over an increasing voltage range 
(Supporting Information, Figure S2). The hysteresis proved to 
be reproducible (Figure  2 a), and the maximum current and 
on/off ratio can be seen to be independent of the applied bias 
ranges up to driving conditions over 7 V (Supporting Informa-
tion, Figure S2). In contrast, a device with pure ionic liquid 
[EMIM][TCB] exhibits an unstable onset voltage that increases 
as the device is operated at higher gate voltages or biased repeti-
tively. Without the additive the EDLT exhibits the behavior of 
a degenerately doped semiconductor with an onset voltage of 
−1.5 V, far in the negative regime. Increasing the applied gate 
voltage range to 7 V successively increases the onset voltage to 
nearly +1 V and degrades the maximum current, irreversibly 
(Supporting Information, Figure S2). 
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 Figure 1.    Layout of the fi eld effect device and chemical structure of ionic 
liquid and polyphenol. [EMIM][TCB]: Cation and anion of the electrolyte, 
 a -ZnO: solution processed amorphous zinc oxide, PDMS: stick-on cavity.

 Figure 2.    Properties of IL-gated TFTs and Schmitt trigger circuit. a) Transfer characteristic of 
hysteretic EDLT with [EMIM][TCB] at 0.1 V s −1  with tannic acid (blue line, broken line for gate 
current) and without tannic acid (red line). b) Onset voltage of EDLTs dependent on the applied 
gate bias range during transfer measurements. c) Output characteristic of the circuit employing 
the hysteretic EDLT at 0.1 V s −1 . Insets: symbol of the Schmitt trigger (left) and equivalent 
circuit (right).
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 The surprising stabilizing effect of the tannic acid addi-
tive provides a new functionality: by the addition of a resistor, 
either at the source or at the drain side, a simple comparator 
with a memory-free hysteresis resembling a Schmitt trigger can 
be built. The output characteristic and circuitry with a source 
resistor of 800 kΩ are shown in Figure  2 c. The device exhibits a 
hysteresis of 1 V and switches between 0 and the supply voltage 
around an input signal of −0.5 V.  Figure    3   shows the output 
voltage of the inverting Schmitt trigger employing a 250 kΩ 
drain resistor. When operated at different driving frequencies 
between 3.5 mHz and 60 Hz, the Schmitt trigger switches with 
a stable hysteresis of 1 V and clearly defi ned on and off states. 
At higher frequencies, and due to the large device structure and 
the limited speed of the kinetic system, the voltage of the gate 
capacitor that becomes alternatingly charged with ±2 V is super-
imposed on the output signal. This parasitic voltage results in 
an output voltage that exceeds the supply voltage by 10% and 
produces increasing deviation from unity voltage gain at higher 
frequencies. In contrast to other reports on electrochemical 
devices, [ 22 ]  these Schmitt triggers do not show a persistent 
memory effect and were operational at frequencies exceeding 
100 Hz without noticeable degradation for more than a month 
(Supporting Information, Figures S7 and S8).  

 The stabilization of the device relies on the electrochemical 
reaction of the metal oxide and the additive. ZnO and its amor-
phous thin fi lms, in particular, possess very diverse intrinsic 
doping mechanisms that can be infl uenced by the surface 
chemistry and the oxygen stoichiometry of the fi lm. In general, 
an oxygen defi cient fi lm is more conductive than a stoichio-
metric fi lm. [ 21 ]  In the case of surface passivation however, the 
conductivity depends on the dipole moment of the adsorbate. 
For example, alkyl- and aryl-carboxylic and phosphonic acids 
are known to promote the surface conductivity of crystalline 
ZnO, while hydroxide and water coordination leads to the for-
mation of an insulating surface region. [ 37,38 ]  

 The infl uence of the additives can be seen in the transfer 
characteristics of the devices in Figure  2 b. Here, a negative 
onset voltage means that the fi lm is conductive at zero gate 
bias. Comparing the trend in onset voltage at gate bias ranges 
below 5 V, the fi rst difference that stands out when adding 

oxygen scavengers is the change in conductivity. Much like in 
many other reports, [ 25,37 ]  the here used  a- ZnO surface is oxygen 
defi cient, i.e., possesses a conducting surface. We found that 
the degenerate behavior of the  a- ZnO surface is removed by 
molecules with catechol or gallic acid groups (Supporting Infor-
mation, Figure S3). These polyphenols are known to coordinate 
at unsaturated surface cations. [ 35,36,39,40 ]  With  N -Boc-dopamine 
( tert -butyl [ N -2-(3,4-hydroxyphenyl)ethyl]carbamate) the tran-
sistor onset voltages, shown in Figure  2 b, demonstrate that 
effect for smaller bias ranges up to 4 V. The same initial sta-
bilization can be seen when tannic acid is used as an additive, 
and X-ray photoelectron spectroscopy (XPS) measurements 
show the coverage with tannic acid regardless of the applied 
bias (Supporting Information, Figure S11). Despite the oxygen 
radical scavenging properties of both additives,  N -Boc-dopa-
mine does not stabilize the oxide fi lm and the application of 
bias voltage range ≥5 V results in a shift of the onset voltage 
from −0.6 to +0.5 V. 

 We can understand the origin of the difference in the 
behavior of the EDL devices by considering the chemical differ-
ences of  N -Boc-dopamine and tannic acid. Both have catechol 
functionalities that link to the metal oxide surface and both 
are also present within the bulk solution. A key difference is 
that tannic acid is a multifunctional polyphenol that presents 
nonbinding phenolic moieties and reactive ester linkages held 
at the ZnO surface ( Figure    4  ). The myriad competing reaction 
pathways, such as proton coupled electron transfer involving 
oxygenated species, make it diffi cult to elucidate the stabiliza-
tion mechanism with tannic acid (Supporting Information, 
Figure S12). [ 41–43 ]  However, we can further illuminate the role 
of the surface binding compared to reactions in the bulk. To 
test whether the bulk tannic acid was required, the ionic liquid 
cavity of a working EDLT was removed, the channel fl ushed 
with additive free [EMIM][TCB], and a new cavity with a new 
top electrode and additive free ionic liquid was fi tted. The elec-
tronic device characteristics did not change upon removing 
the tannic acid from the liquid (Supporting Information, 
Figure S9). The experiment shows that the tannic acid forms 
a surface layer or solid electrolyte interphase (SEI) [ 44 ]  on the 
 a -ZnO. This layer stays intact after rinsing and provides the 
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 Figure 3.    Inverting Schmitt trigger output characteristic for saw tooth 
input signal. Supply voltage V DD  = 1 V. a) Driving frequency of 2.8 mHz. 
b) 0.62 Hz. c) 60 Hz. Δ V  describes the hysteresis that can be used for 
noise permissive switching.

 Figure 4.    Schematic of the oxide–ionic liquid interface. Cathodic reac-
tion at positive bias where there is (i) the reduction of  a -ZnO due to loss 
of oxygen and successive reaction with tannic acid and (ii) the possible 
attachment of a tannic acid molecule to the surface of  a -ZnO via unsatu-
rated Zn +  sites.
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resupplied during the device operation as long as the concen-
tration is high enough to rapidly form the interphase after the 
fi rst bias cycle.  

 We can further understand the self-healing mechanism by 
examining voltammetric data available from the current at the 
gate electrode during operation. The gate current shows spe-
cifi c peaks for reduction and oxidation that can be integrated 
to yield the charge that is transported in the form of oxygen 
ions out of and into the  a -ZnO surface (Supporting Informa-
tion, Figure S10). Both charges are well balanced around 
157 nC and do not depend on the driving frequency, pointing 
at a good reversibility of the process. Taking the surface area 
0.012 cm 2  of the a-ZnO in contact with the ionic liquid, the 
measured charge translates into a charge density of 8.2 × 10 13  
cm −2  or an estimated 15% of the surface oxygen atoms, which 
is a value typically encountered in EDLT studies on ZnO since 
the earliest reports. [ 14 ]  This sheet charge is moved at the EDL 
during the hysteresis of 1 V. In order to move 157 nC in the 
EDLT at 1 V, an effective EDL sheet capacitance of 15.2 µF cm −2  
is required, which is exactly the value measured for the [EMIM]
[TCB] double layer (Supporting Information, Figure S5). Inter-
estingly, even after stressing the device for 10 min in either the 
on-state or the off-state, the device’s on- and off-currents change 
by less than 0.5% (Supporting Information, Figure S8). In con-
trast, the EDLT without additive shows decaying characteris-
tics after a single measurement. Ultimately, if the  a -ZnO sur-
face etching under bias with tannic acid was not self-limiting 
and reversible, the 5 nm thick active layer would be destroyed 
in just a few minutes or a few gate sweep cycles (Supporting 
Information, Figure S2d). In addition, superoxide dissolved in 
the ionic liquid can degrade the electrolyte and even the metal 
electrodes. [ 32 ]  The stable operation of the EDLTs with tannic 
acid shows that a functional layer covering the  a -ZnO is enough 
to reduce the amount of harmful superoxide, or other reactive 
species, in the ionic liquid to a negligible amount. Whether 
tannic acid frustrates the formation of reactive species or scav-
enges radicals remains unclear. 

 At this time, the electrochemical and kinetic mechanisms 
of tannic acid stabilization cannot be determined with abso-
lute certainty. In general, the electrochemistry of electrolytes in 
organic interphases remains highly complex and is a very active 
fi eld of research, especially with respect to the SEI in lithium 
batteries. [ 45 ]  After reduction of the  a -ZnO surface, oxygen in 
some form is kept close to the interface and  a- ZnO 1-x  can be 
easily re-oxidized as soon as the bias hits the required electro-
chemical potential of −1 V (Figure  4 ). The ex situ XPS meas-
urements after positive and negative bias stress suggest that 
the ionic liquid itself may be involved in the interfacial kinetic 
process (Supporting Information, Figure S11). In any practical 
EDL device, degradation of the IL is unlikely to limit operation 
due to the small amount of charge (compared to a battery) as 
long as the degradation products do not harm the components 
of the device. Even if we cannot measure the particular inter-
face reactions, our results show that the tannic acid plays a 
dominant role in the modulation of the very thin  a -ZnO. 

 While elucidating the interplay between electrochemical 
reactivity and electronic conduction is complex, the devices 
are highly reproducible. To demonstrate the potential for 

integration, we used two of these Schmitt triggers to build 
an A/D converter with electric circuit and characteristic (Sup-
porting Information, Figure S13). The device converts a 
±4 V input signal into a two bit output while making use of the 
1 V hysteresis to enable for noise permissive switching. Looking 
at the output  V 1   of the second Schmitt trigger (ST 1 ), a quadratic 
rather than an edge like switching can be seen. This problem is 
caused by the mismatch between the output bias range with the 
required input range for a clean switching operation. We expect 
that a voltage gain bigger than unity, i.e., a smaller hysteresis, 
can be achieved with other materials systems, e.g., ionic liquids 
with different electrochemical windows and metal oxide semi-
conductors with a stoichiometry susceptible to environmental 
conditions, that is, with a low reduction potential. 

 It can be concluded that the addition of a multifunctional 
polyphenol stabilizes EDL transistors of  a -ZnO by providing 
reactive oxygen species at the interface and protection of the 
semiconductor and electrodes from degradation. We believe 
that these results suggest a great opportunity for electrostatic 
and electrochemical devices to realize unique building blocks 
for ubiquitous sensing and processing. Interfaces that employ 
ion kinetics imply the opportunity to defi ne single devices that 
have the functionality of a Schmitt trigger and potentially other 
new nonlinear elements or more complex circuits like impulse 
generators. New highly parallel circuits that can use devices like 
Schmitt triggers require fewer components and have increased 
power effi ciency relevant for printable electronics.  

  Supporting Information 
 Supporting Information is available from the Wiley Online Library or 
from the author.  
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